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Applicant Name & Address : Chint Solar (Zhejiang) Co., Ltd. 

Building 1, No.1335, Bin'an Rd, Binjiang District, Hangzhou, 

Zhejiang 

Manufacturing site  Name & 

Address 

: Chint New Energy (HaiNing) Co., Ltd. 

No.1, Jisheng Road, Jianshan New District, Haining City 

Product(s) Tested : Flat Plate Photovoltaic (PV) Modules 

 

Model(s) : CHSM6612M-xxx (xxx=310-370, in steps of 5, 72 cells) 

CHSM6610M-xxx (xxx=255-310, in steps of 5, 60 cells) 

Brand name : Astronergy 

Relevant 

Standard(s)/Specification(s) 

: IEC TS 62804-1:2015 Ed.1.0 
Module temperature: 85℃±2℃ 
Chamber relative humidity: 85%±3% 

Dwell: 300h  

Voltage: -1500V 

Verification Issuing Office Name & 

Address 

: Intertek Testing Services Shanghai 

Building No.86, 1198 Qinzhou Road (North), Caohejing 

Development Zone, Shanghai 200233, China 

   

Verification Number : 171001535SHA-002-V1 

Report Number(s) : 171001535SHA-002 

 

 

NOTE: This verification is part of the full test report and should be read in conjunction with it. 
 

 

 

 

 

 

 

 
 
 
 

Signature 

 

Name: Jonny Jing (景昇) 

Division: PV 

Date: 03/20/2018 
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On the basis of the tests undertaken, the samples of the below product have been found to 

comply with the requirements of the referenced specifications at the time the tests were 

carried out. 

This Verification is for the exclusive use of Intertek's client and is provided pursuant to the agreement between Intertek and its Client. Intertek's responsibility and 
liability are limited to the terms and conditions of the agreement. Intertek assumes no liability to any party, other than to the Client in accordance with the 
agreement, for any loss, expense or damage occasioned by the use of this Verification. Only the Client is authorized to permit copying or distribution of this 
Verification.  Any use of the Intertek name or one of its marks for the sale or advertisement of the tested material, product or service must first be approved in 
writing by Intertek.  The observations and test/inspection results referenced in this Verification are relevant only to the sample tested/inspected.  This Verification 
by itself does not imply that the material, product, or service is or has ever been under an Intertek certification programme. 

Intertek Testing Services Shanghai 
Building No.86, 1198 Qinzhou Road (North),  
Caohejing Development Zone, 
Shanghai 200233, China 
Tel:86 21 6127 8200  Fax:86 21 6495 6263 


