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规格型号

Sample type

Client
information

名称

Client (Technical Process Dept.)

样品编号
Sample No·

地址

AD
#Jinko Road,ShangRao Economic

Development Zone,
Jiangxi Province,P.R.China)

电话

Te]£¬ 13626248908

E-mail bipeng.gao ĵinkosolar.com
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samples

2015-04-22
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Test category

Test  basis

检测结论
Test conclusion
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样品信£¬息/Sample Information:(表I/用ab 正方

- -
组件规格
Module

Specification

1956*992*45mm

样品图片Sample picture
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样品编号

Sample No· Module Bar Code
型号
Type

JUC·YP·15042202·0I 160307150308110011671703 JKM-305PP-72
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测试方法Test methods:

一根据 IEC61215 标准用质量为7.53g£¬直径25mm 的冰球£¬ 以23m/s 的速度对组件的 11个测试::;
进行撞击

£¬ · ·According to IEC61215 we adopttce hockey(Size
· · £¬ ·testing points ofhe module via 23m/s velocity·

测试要求Test demands:
·"没有明显外观缺陷

There is no obvious appearance defect.

一功率衰减小于5%
Power Degradation is less than 5%.

"绝缘电阻满足初始测试要求
Insulation resistance meets initialtesting requirement.

测试结果伍est广eS盯1t

污水雹根式验数·捞g/IHailstone testing data (乏乏2 / 1丁ab·2):
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测试项目
TestItem

Weight 7.53g and Diameter 25mm) which impact11

测试前
Before Test

测试后□
AfterTest
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leakageresistance(M^*m2)
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测试结论Test conclusions@

依扼客户要求及测试标准进行测试£¬ 结果如下£¬ 组件测试后没有明显的外观缺陷£¬ 湿绝缘巾附远
大于40M Q -m'£¬ 组件功率衰减小于5@¡£

Testing

There

standard, resultsTesting according to customer requirement and testing standard,

There is no obvious appearance defect after module testing,

resistance is bigger than 40MQ m2, and module power degradation

results as follows:

wet leakage insulation

rate is less than 5%
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附件Attachment: 

冰雹试验测试前后EL 图像对比:
·佣L Image contrast before/aftertesting of hailstone testing:
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图 1 Figure 币

冰雹撞击的测试点

一"""一
·¨·即·A

添
 
尸门

亨
囊
靶安，口

Testing point of hailstone impact
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图2F@gure 2 

冰雹撞击点 Ha@lstoneimpact@ng point
图3 Figure 3 
冰雹模具Hailstone mould

..The end·
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注意事项

Note

l· 本报告如末加盖公章和联页章或数据涂改的均无效¡£
The report瓜invalid without he official seal and link-page seals or by altered 

2· 本报告无测试¡¢审核¡¢批准人签字无效¡£
The report s invalid without signatures oftesterexaminer and approver
3. 对本报告检验结果有异议者£¬请与收到报告之曰起十五天内向本中心提出 ¡£
If any question on the reportplease inform us within IS days aRer eceiving he testrepon·

4· 送样委托检验£¬本中心仅对来样负责¡£
The en ust饱s is responsible forthe received samples only. 

5· 本报告非经本中心同意£¬ 不得以任何方式复制;经同意复制的复制件£¬应有本中心加施检
验报告章确认¡£

No copy is allowed without our approval. The copy under approval shall be identified by being 
stamped with the testreponchapter
6·测试报告中所含的数据仅对客户提供的样品负责¡£

The data in the test epo皿is responsible forthe client£¬s samples only

品科能源有限公司检测中心

田厂ko Solar CO., Ltd. Testing Center

地址:江西上饶经济开发区晶科大道一号
AD:l@Jinko Road,ShangRao Economic Development Zone·

田angxi Province,P.R.China 
邮编Postal code: 334100 
电话Telephone.: 0793-8618961 
传真 Fax: 07938461152-8630 
E-mail:jczx.z曰包inkosola cOm
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